
12TH  CHEMISTRY 

15. CHEMISTRY IN EVERYDAY LIFE 

1. Given below are two statements :       (AIPMT MAIN 2012) 

 Statement I : 

 Aspirin and Paracetamol belong to the class of narcotic analgesis. 

 Statement II : 

Morphine and heroin are non – narcotic analgesics. In the light of the above statements, choose 

the correct answer from the options given below. 

1) Both Statement I and Statement II are false. 

2) Statement I is correct but statements II is false. 

3) Statement I is incorrect but statements II is true. 

4) Both Statement I and Statement II are true. 

  

2. Which one of the following polymers is prepared by addition polymerization? 

            (AIPMT MAIN 2012) 

 1. Nylon – 66    2. Novolac 

 3. Dacron     4. Teflon 

 

3. Antiseptics and disinfectants either kill or prevent growth of microrganisms. Identify which of  

 the following statements is not true-                                                         (AIPMT 2013) 

 1. A 0.2% solution of phenol is an antiseptic while 1% solution acts as a disinfectant  

 2. Chlorine and Iodine are used as strong disinfectants 

 3. Dilute solutions of boric acid and hydrogen peroxide are strong antiseptics 

 4. Disinfectants harm the living tissues 

 

4. Nylon is example of-         (AIPMT 2013) 

 1. Polyester            2. Polysaccharide        3. Polyamide        4. Polythene 

 

5. Which is the monomer of Neoprene in the following?     (AIPMT 2013) 
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6. Nylon-66 is made by using                    (AIIMS 1997) 

 1. succinic acid      2. benezylchloride 

 3. benzaldehyde     4. adipic acid 

 

7. Which one of the following is not a condensation polymer?   (AIPMT PRE 01.04.12) 

 1. Dacron      2. Neoprene 

 3. Melamine     4. Glyptal 

 

8. Which of the following statements is false?     (AIPMT PRE 01.04.12) 

 1. The repeat unit in natural rubber is isoprene 

 2. Both starch and cellulose are polymers of glucose 

 3. Aritificial silk is derived from cellulose 

 4. Nylon -6,6 is an example of elastomer. 

 

9.  Bakelite is prepared by the reaction between      (AIPMT 1995) 

 1. Urea and formaldehyde 2. Ethylene glycol 

 3. Phenol and formaldehyde 4. tetra methylene glycol 

 

10. Which of the following protein destroy the antigen when it enters in body cell?  

       (AIPMT 1995) 

 1. Antibodies 2. Insulin  3. Chromo protein  4. Phospho protein  

 

11. A strong base can abstract an 𝛼–hydrogen from :      (AIPMT 2008) 

 1. ketone 2. alkane 3. alkene 4. amine 

 

12. Standard free energies of formation (in kJ/mol) at 298 K are -237.2, -394.4 and -8.2 for H2O(l), 

CO2(g) and pentane(g) respectively The value of Eo
cell for the pentane-oxygen fuel cell is :   

      (AIPMT 2008) 

 1. 1.0968 V 2. 0.0968 V 3. 1.968 V 4. 2.0968 V 

 

13. Acrolein is a hard, horny and a high melting point material.  Which of the following represent 

its structure:        (AIMPT 2003)      
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14.  Which one of the following monomers gives the polymer neoprene on polymerization:-  

       (AIMPT 2003)   

  1. CH2 = CHCl  2. CCl2 = CCl2 

                             Cl  

  3. CH2 = C – CH = CH2 4. CF2 = CF2 

               

15.  Assertion: Teflon has high thermal stability and chemical inertness. 

          Reason  : Teflon is a thermoplastic.       (AIIMS  2008) 

1. If both assertion and reason are true and reason is the correct explanation of assertion 

2. If both assertion and reason are true but reason is not the correct explanation of assertion 

3. If assertion is true but reason is false. 

4. If both assertion and reason are false. 

 

16. Assertion : Cis-polyisoprene is natural Rubber. 

      Reason    : It has a linear structure thats why this is elastic in nature (AIIMS 27.05.2018 FN) 

1. If both assertion and reason are true and reason is the correct explanation of assertion 

2. If both assertion and reason are true but reason is not the correct explanation of 

assertion. 

3. If assertion is true but reason is false. 

4. If both assertion and reason are false. 

 

17. Assertion : Non competitive drugs alter the shape of active site of enzyme. 

      Reason       : They attack on the active site of enzyme.   (AIIMS 27.05.2018 FN) 

1. If both assertion and reason are true and reason is the correct explanation of assertion 

2. If both assertion and reason are true but reason is not the correct explanation of 

assertion. 

3. If assertion is true but reason is false. 

4. If both assertion and reason are false. 

 

 

 

 

 

 

 

 

 



18. Which one of the following sets forms the biodegradable polymer? (CBSE 2012) 

 

   

 

 

 

 

 

 

 

 

 

 

 

 

 

 

19. Chloroamphenicol is an :     (CBSE 2012) 

 1. antibiotic – broad spectrum 2. antifertility drug 

 3. antihistaminic  4. antiseptic and disinfectant 

 

20. Natural rubber has       (AIPMT 2016)

 1. All cis-configuration 

 2. All trans – configuration 

 3. Alternate cis –and trans-configuration 

 4. Random cis-and trans-configuration 

 

21.  Which of the following is an analgesic?     (AIPMT 2016)

 1. Novalgin  2. Penicillin   

 3. Streptomycin  4. Chloromycetin 

  

22. Mixture of chloroxylenol and terpineol acts as:                 (NEET 2017) 

 1. analgesic  2. antiseptic  

 3. antipyretic  4. Antibiotic 
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23. The pair whose both species are used in anti-acid medicinal preparation is                

      (AIIMS 2006) 

 1.  NaHCO3  and Mg(OH)2                             2.    Na2CO3  and Ca(HCO3)2 

     3.   Ca(HCO3)2  and Mg(OH)2                                       4.   Ca(OH)2   and NaHCO3  

 24. Caprolactum is used for the manufacture of  (AIPMT 2015) 

 1.  Nylon – 6 2.  Teflon 3.  Terylene           4.  Nylon - 66 

 

25.  Natural rubber is vulcanized by heating it with   (AIIMS 1999) 

 

 1. Carbon disulphide       2. Sulphur  

 3. Carbon black   4.zinc oxide. 

 

26. Assertion : For liquid dishwashing non – ionic type of detergent are used : 

       Reason : Remove grease and oil by micelle formation.   (AIIMS 26.05.19 FN) 

 1. If both assertion and reason are true and reason is the correct explanation of assertion. 

 2. If both assertion and reason are true but reason is not the correct explanation of assertion. 

 3. If assertion is true but reason is false. 

 4. If both assertion and reason are false. 

 

27. Statement 1 : Aspirin and Paracetamol belong to the class of narcotic analgesics. 

  Statement 2 : Morphine and Heroin are Non-Narcotic analgesics. In the light of the above  

                      statements, choose the correct answer from the options given below.(NEET 2021) 

 1. Both Statement I and Statement II are true. 

 2. Both statement I and statement II are false 

 3. Statement I is correct but Statement II is false 

 4. Statement I is incorrect but Statement II is true. 

 

28. Which one of the following polymers is prepared by addition polymerisations? (NEET 2021) 

 1. Teflon      2. Nylon -66 

 3. Novolac      4. Dacron 

 

29. The RBC deficiency disease of        (NEET 2021) 

 1. Vitamin B12     2. Vitamin B6 

 3. Vitamin B1     4. Vitamin B2 

 

 



 

30. Match List – I with List – II       (NEET 2021) 

 List – I      List - II 

1) 2SO2(g) + O2 (g) → 2SO3   (i) Acid Rain 

2) HOCl(g)→ OH + Cl    (ii) Smog 

3) CaCO3 + H2SO4→ CaSO4 + H2O + CO2 (iii) Ozone depletion 

4) NO2(g) → NO(g) + O(g)   (iv) Tropospheric Pollution 

Choose the correct answer from the options given below.    (NEET 2021) 

 1. (a) – (i), (b) – (ii), (c) – (iii), (d) – (iv) 

 2. (a) – (ii), (b) – (iii), (c) – (iv), (d) – (i) 

 3. (a) – (iv), (b) – (iii), (c) – (i), (d) – (ii) 

 4.  (a) – (iii), (b) – (ii), (c) – (iv), (d) – (i) 

 

 31. Which one of the following is employed as a Tranquilizer drug? 

     (CBSE PRELIMINARY 2010) 

 1. Mifepristone   2. Promethazine  

 3. Valium  4. Naproxen 

 

32. Which of the following structures represents Neoprene Polymer?    

     (CBSE PRELIMINARY 2010) 

  

 

 

 

 

 

 

 

33. Which is incorrect             (AIIMS  26.05.18  AN) 

 1. Novestrol   - Antifertility 

 2. Serotonine  - Tranquilizer 

 3. Narrow spectrum - Chloromphenicol 

 4. Rentac   - antacid 
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34. In order to produce polyvinyl alcohol we would expect to  (AIIMS 1998) 

 1. ask for another task.  This one has not been done successfully 

 2. hydroxylate polyethylene 

 3. polymerize another vinyl monomer and convert the polymer to polyvinyl  

            alcohol 

 4. polymerize the monomer, vinyl alcohol 

 

35. Which of the following is not example of chain growth polymer ?  (AIIMS 25.05.2019 AN) 

 1. Neoprene        2. Buna – S 

 3. PMMA       4. Glyptal 

 

36. Assertion :Nylon – 6 is condensation polymer 

Reason  :It is polymer of caprolactam   (AIIMS 25.05.2019 AN) 

 1. If both assertion and reason are true and reason is correct explanation of assertion. 

 2. If both assertion and reason are true but reason is not the correct explanation of assertion 

 3. If assertion is true but reason is false 

 4. If both assertion and reason are false 

 

37.  Assertion : Bakelite is an example of thermosetting plastic 

Reason  : Thermosetting polymers are linear or slightly branched polymer 

          (AIIMS 25.05.2019 AN) 

 1. If both assertion and reason are true and reason is correct explanation of assertion. 

 2. If both assertion and reason are true but reason is not the correct explanation of assertion 

 3. If assertion is true but reason is false 

 4. If both assertion and reason are false 
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38. Nrh;kj;jpd; xUgb _______   -  C – CH2 -                              (AIIMS 26.05.2019 AN) 

  

                 CH3 

 1. 2-nkj;jpy; Gug;gPd;     2. ];ilhpd;  

 3. Gug;gyPd;       4.  <j;jPd; 

 

 

 

 

 



39. The following compound is used as                               (AIIMS 26.05.2019 AN) 

O - C - CH3

COOH

O

 

 1. an anti-inflammatory compound 2. Analgesic 

 3. hypnotic  4. Antiseptic 

 

40. Which one of the following is employed as a transquilizer ?   (AIPMT 2009) 

 1. Chlorpheninamine    2. Equanil 

 3. Naproxen     4. Tetracycline 

 

41. Structures of some common polymers are given which one is not correctly presented ? 

 (AIPMT 2009) 

1.   Nylon 66 

  [ -NH(CH2.6 NHCO (CH2.4 – CO -]2 

2.      Teflon – (CF2 – CF2 )n 

3.      Neoprene 

[ ]C CH
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4.       Terylene 
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42.  Which one of the following is employed as a Transquilizer drug?   (AIPMT 2010) 

 1. Promethazine 2. Valium 3. Neproxen 4. Mifepristone 

 

43. Which of the following structures represents Neoprene polymer?   (AIPMT 2010) 
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44. The d- electron configurations of  Cr 2+ , Mn 2+ , Fe2+  and Co2+   are  d4, d5, d6 , d7 

respectively.  Which one of the following will exhibit minimum paramagnetic behavior?  

(AIPMT 2011) 

 1. [ Cr ( H2O) 6 ] 
2+    2. [ Mn(H2O) 6] 

2+ 

 3. [ Fe(H2O)6 ] 
2+     4. [ Co ( H2O)6] 

2+ 

 [At. Nos   Cr= 24 , Mn = 25 , Fe = 26 , Co= 27) 

 

45. Of the following which one is classified as polyester polymer?    (AIPMT 2011) 

 1. Nylon – 66 2. Terylene  3. Backelite  4. Melamine 

 

46. Which one of the following is employed as Antihistamine?       (AIPMT 2011) 

 1. Omeprazole     2. Chloramphenicol 

 3. Diphenyl hydramine    4. Norothindrone 

 

47. Which one of the following is not a condensation polymer?         (AIPMT PRE 2012) 

 1. Neoprene 2.Melamine 3. Glyptal  4.Dacron 

 

48.  Monomers of Natural Rubber and Neoprene are respectively:  (AIIMS  27.05.2018 AN) 
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49. Assertion : Cimetidine is an antacid  (AIIMS  27.05.2018 AN) 

 Reason : Antacid increases secretion of HCl from gastric cells 

 1. If both assertion and reason are true and reason is the correct explanation of assertion 

 2. If both assertion and reason are true but reason is not the correct explanation of assertion 

 3. If assertion is true but reason is false 

 4. If both assertion and reason are false 

  

50. Assertion : In O/W emulsion, soap is mixed  (AIIMS 27.05.2018 AN) 

 Reason : Soap reduces surface tension 

 1. If both assertion and reason are true and reason is the correct explanation of assertion 

 2. If both assertion and reason are true but reason is not the correct explanation of assertion 

 3. If assertion is true but reason is false 

 4. If both assertion and reason are false 

 

51. Given below are a few electrolytes, indicate which one among them will bring about the 

coagulation of a gold sol quickest and in the least of concentration?  (AIIMS 27.05.2018 AN) 

1. NaCl 2. MgSO4 3. Al2(SO4)3  4. K4[Fe(CN)6] 

 

52. Commonly used antiseptic ‘Dettol’ is a mixture of  (AIIMS 27.05.2018 AN) 

 1. 0 -chlorophenozylenol + terpeneol 

 2. 0 -cresol + terpeneol 

 3. Phenol + terpeneol 

 4. Chlorozylenol + terpeneol 

 

53. Regarding cross-linked or network polymers, which of the following statements is incorrect? 

      (NEET 2018) 

 1. They are formed from bi- and tri-functional monomers 

 2. Examples are Bakelite and melamine 

 3. They contain covalent bonds between various linear polymer chains 

 4. They contain strong covalent bonds in their polymer chains 

 

54. Nylon-66 is a polyamide obtained by the reaction of         (AIPMT 1996) 

 1. COOH(CH2.4COOH + H2NC6H4NH2
-(P. 2. COOH(C2.4COOH + NH2(CH2.6NH2 

 3. COOH(CH2.6COOH + NH2(CH2.4NH2 4. COOHC6H4COOH-(P. + NH2(CH2.6NH2 

 

 



 

55. Commonly used antiseptic ‘Dettol’ is a mixture of         (AIPMT 1996) 

 1. O-chlorophenoxylenol + teripineol  

 2. O-cresol + terpineol 

 3. Phenol + terpineol   

 4. chloroxylenol + terpineol 

 

56. Which one of the following polymers is prepared by condensation polymerization? 

            (AIPMT 2007) 

 1. Styrene 2. Nylon-66 3. Teflon  4. Rubber 

 

57. Arrange the following monomers in order of decreasing ability to undergo cationic 

polymerisation             (AIIMS 2017) 

  I) CH2 = CH – C6H4(NO2. 

  II) CH2 = CH – C6H4(CH3. 

  III) CH2 = CH – C6H4(OCH3. 

 1. I > II > III 2. II > I > III 3. III > II > I  4. I > III > II 

 

58. Assertion: Sulpha drugs contain sulphonamide group 

  Reason  : Salvarsan is a sulpha drug         (AIIMS 2017) 

1. If both assertion and reason are true and reason is the correct explanation of assertion 

2. If both assertion and reason are true but reason is not the correct explanation of assertion 

3. If assertion is true but reason is false 

4. If both assertion and reason are false 

 

59. [𝑁𝐻( 𝐶𝐻2) 𝑁𝐻𝐶𝑂 (𝐶𝐻2)4 (𝐶𝑂]𝑛 𝑖𝑠 𝑎: −      (AIPMT 2006) 

 1. copolymer     2. Addition polymer 

 3. Thermosetting polymer    4. Homopolymer 

 

60. Monomer of natural rubber is :                  (AIPMT 1999) 

 

1. CH3  C = CH   CH3

 CH3  
2. CH3 CH = CH  CH3  

 

3. CH2 = C  CH = CH2

 CH3  

4. CH2 = C C = CH2

CH3 CH3  



 

61. Match following coloumn        (AIIMS 25.05.19 FN) 

  Polymer  Monomer 

 i) Buna-S      - P) Styrene 

 ii) ethylene glycol      - Q) terylene 

 iii) elastomer      - R) chloroprene 

Correct set of answer: 

 1. (i) – P  (ii) – Q (iii) – R 2. (i) – R  (ii) – P (iii) – Q  

 3. (i) – Q  (ii) – R (iii) – P  4. (i) – P  (ii) – R (iii) – Q 

 

62. Assertion :  Soframycin is applied to diseased skin surface and wounds 

  Reason   :  Soframycin is an antibiotic    (AIIMS 25.05.19 FN) 

 1. If both Assertion and Reason are true and the Reason is a correct explanation of the Assertion 

 2. If both Assertion and Reason are true but Reason is not a correct explanation of the Assertion 

 3. If Assertion is true but the Reason is false 

 4. If both Assertion and Reason are false 

 

63. Which one of the following is used to make cookware ?     (AIPMT 1997) 

 1. PVC   2.  Polystyrene 

 3. Polyethylene terephthalate 4.  Polytetrafluro ethylene 

 

64. Haemoglobin is        (AIPMT 1997) 

 1. an enzyme  2.  a globular protein 

 3. a vitamin  4.  a carbohydrate 

 

65. The function of enzymes in the living system is to       (AIPMT 1997) 

 1. transport oxygen  2.  provide immunity 

 3. catalyse biochemical reactions 4.  provide energy 

 

 

 

 

 

 

 

 

 



66. Which one of the following chemical units is certainly to be found in enzyme ?          

       (AIPMT 1997) 

 

 

 

  

 

 

 

 

 

 

67.Which of the following can possibly be used as analgesic without causing addiction and mood 

modification ?        (AIPMT 1997) 

 1. Morphine  2.  Diazepam 

 3. Tetrahydrocatinol  4.  N-acetyl-para-aminophenol   

 

68.  Isoprene is     (AIIMS  2011) 

   1. 3 – methyl  - 1>2 – butadiene                     2. 2 – methyl - 1>3 – butadiene 

   3. 3 – chloro - 1>2 – butadiene                        4. 2 – chloro - 1>3 – butadiene 

 

69. Assertion : Anti histamine does not effect secreation of acid in stomach.  

       Reason : Anti Histamine and antacids work on different receptors.       (AIIMS  26.05.2018 FN) 

1. If both assertion and reason are true and reason is the correct explanation of assertion. 

2. If both assertion and reason are true but reason is not the correct explanation of assertion. 

3. If assertion is true but reason is false. 

4. If both assertion and reason are false. 

 

70. Regarding cross – linked or network polymers, which of the following statements is  incorrect ? 

                                   (CBSE 06.05.2018) 

1. They contain covalent bonds between various linear polymer chains.          

2. They contain strong covalent bonds in their polymer chains. 

3. Examples are Bakelite and melamine. 

4. They are formed from bi – and tri – functional monomers.  
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71. Natural rubber has :   (CBSE 2016 P1) 

 1. All cis – configuration 

 2. All trans – configuration 

 3. Alternate cis and trans – configuration 

 4. Random cis and trans - configuration 

 

72. Which of the following is an analgesic ?     (CBSE 2016 P1) 

 1. Novalgin 2.  Penicillin 

 3. Streptomycin 4.  Chloromycetin 

 

73. Which one of the following is employed as a tranquilizer?   (CBSE  

2009) 

 1. Naproxen 2. Tetracycline 3. Chlorpheninamine 4. Equanil 

 

74. Structures of some common polymers are given. Which one is not correctly presented? 

 Neoprene        (CBSE  2009) 

 - CH2 - C = CH - CH2 - CH2 -

n

1.

 Cl                               

2. Terylene OC COOCH2 - CH2 - O

 

3.  Nylon 66  -[NH(CH2)6 NH CO (CH2)4 - CO]2                      

4.  Teflon  -CF2 - CF2-

n  

 

75.The straight chain polymer is formed by    (CBSE  

2009) 

 1. hydrolysis of CH3SiCl3 followed by condensation polymerisation 

 2. hydrolysis of (CH3)4 Si by addition polymerisation 

 3. hydrolysis of (CH3)2 SiCl2 followed by condensation polymerisation 

 4. hydrolysis of (CH3)3 SiCl2 followed by condensation polymerisation 

 

76.   Assertion : Styrene on reaction with HBr gives 2-bromo-2-phenylethane (AIIMS  2004 ) 

      Reason : Benzyl radical is more stable than alkyl radical. 

 1. If both assertion and reason are true and reason is the correct explanation of assertion 

 2. If both assertion and reason are true but reason is not the correct explanation of assertion 

 3. If assertion is true but reason is false 

 4. If both assertion and reason are false 

 



77.  The biodegradable polymer is :    (NEET 2019) 

 1. Buna –S  2. nylon-6, 6  

 3. nylon 2-nylon 6  4. nylon-6 

 

78.  Among the following the narrow spectrum antibiotic is :   (NEET 2019) 

 1. chloramphenicol  2. penicillin G   

 3. ampicillin  4. amoxicillin 

 

79. Aspirin is an acetylation product of (AIIMS 1994) 

1.M–hydroxybenzoic acid.   2.O–hydroxybenzoic acid 

3.P–dihydroxybenzene    4.O–dihydroxybenzene 

 

80. Formation of polyethylene from calcium carbide takes place is follows: (AIIMS 2015) 

CaC2 + 2H2O→ Ca (OH)2 + C2H2 

C2H2 + H2 →C2H4 

nC2H4→(CH2 – CH2)n 

     The amount of polyethylene obtained from 64.0kg of CaC2 is 

  1.  27 kg 2.  24 kg 3.  22 kg 4.  28 kg 

 

81.  Assertion(A): Ranitidine is used to treat hyperacidity and brompheniramine is used to treat  

          hypersensitivity. 

  Reason(R): Both of these drugs are antihistamines.   (AIIMS 2015) 

 1. If both Assertion and Reason are true and Reason is correct explanation of Assertion. 

 2. If both Assertion and Reason are true but Reason is not the correct explanation of  

  Assertion. 

 3. If Assertion is true but Reason is false. 

 4. If both Assertion and Reason and false. 

   

82.  Assertion(A): Neoprene can be further hardened by heating with the sulphur. 

  Reason(R):It contains allylic double bond which help in introducing sulphur bridges  

          between different polymer chains    (AIIMS 2015) 

  1. If both Assertion and Reason are true and Reason is correct explanation of Assertion. 

  2. If both Assertion and Reason are true but Reason is not the correct explanation of 

      Assertion. 

  3. If Assertion is true but Reason is false. 

  4. If both Assertion and Reason and false. 



83.  Which is not classified as thermoplastics?     (AIIMS 2016) 

  1. Polyethylene 2. Polystyrene  3. Bakelite 4. Neoprene 

 

84.  Arsenic drugs are mainly used in the treatment of    (AIIMS 2016) 

  1. Jaundice  2. Typhoid  

  3. Syphilis  4. Cholera 

 

85.  Assertion : 2-Methyl – 1, 3-butadiene is the monomer of natural rubber. 

  Reason : Natural rubber is formed through anionic addition polymerization.     

      (AIIMS 2016) 

1. If both assertion and reason are true and reason is the correct explanation of assertion. 

2. If both assertion and reason are true but reason is not the correct explanation of assertion. 

3. If assertion is true but reason is false. 

4. If both assertion and reason are false. 

 

86. CF2 = CF2 is monomer of:        (AIMPT 2000) 

1. Teflon     3. Polythene  

2. Orlon     4. Nylon - 6 

 

87. Which of the flowing is not correctly matched   (AIPMT 2001) 

 

1. Neorprene

                                                                                                                               
                                                                            

2. Nylon  - NH -(CH2)6 - NH - CO - (CH2)4 - C - 

       66

                                                                                            n
                                                 O                    O

3. Terylene  - OCH2 - CH2 - C - 

                                                                               n

                               CH3

(4) PMMA - CH2 - C -

 - CH2 - C = CH - CH2 - 

Cl
n

 C-

                                                                               

COOCH3
                                             

                                              n

O

 

 

88. Monomer of  is :   (AIPMT 2002) 

 

 1. 2-methyl propene   2. Styrene 

 3. Propylene  4. Ethene 

 



 

 

89. Cellulose is polymer of :   

 (AIPMT 2002) 

 1. Glucose  2. Fructose 3. Ribose 4. Sucrose 

 

90. Aspirin can be prepared by the reaction of acetyl chloride with :   (AIPMT 1998) 

 1. Benzoic acid  2. Phenol   

 3. p-hydoxy benzoic acid 4. o –hydroxy benzoic acid 

 

91. The fertilizer which makes the soil acidic :     (AIPMT  1998) 

 1. (NH4)2 SO4  2. Super phosphate of lime 

 3. CH3 COONa  4. Ca(NO3)2 

 

 92. Glyptal polymer is obtained from glycerol on reacting with   (AIIMS 2002) 

 1. Malonic acid  2. Phthalic acid  

 3. Maleic acid  4. Acetic acid 

 

93. Which of the following forms cationic micelles above certain concentration:-       

       (AIPMT 2004) 

   1. Sodium acetate                          

       2.  Urea 

       3. Cetyl  trimethyl ammonium chloride 

       4. Sodium dodecyl sulphonate 

 

94. Which one of the following is a chain growth polymer:-   (AIPMT 2004) 

  1. Nucleic acid       2. Polystyrene       

 3. protein     4. Starch 

 

95. The correct statement in respect of protein haemoglobin is that it:-   (AIPMT 2004) 

  1. Maintains blood sugar level 

    2.  Acts as an oxygen carrier in the blood 

    3.  Forms antibodies and offers resistance to diseases 

    4.  Functions as a catalyst for biological reactions. 

 

96. Artificial sweetner which is  stable under cold condition only is :-  (AIPMT 04.05.2014) 

 1.  Saccharine 2.  Sucralose      3.  Aspartame      4.  Alitame 
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97. Which one of the following is an example of a thermosetting polymer ?  (AIPMT 04.05.2014) 

         1.      

 

     2. 

     

 

 

 

 

 

 
 

 

98. Which of the following organic compounds polymerizes to form the polyester Dacron ?    

      (AIPMT 04.05.2014) 

 1.  Propylene and para HO - (C6H4) - OH 

 2.  Benzoic acid and ethanol 

 3.  Terephthalic acid and ethylene glycol 

 4.  Benzoic acid and para HO - (C6H4) - OH 
 
99. Which of the following is not a common component of photochemical Smog ?        

      (AIPMT 04.05.2014) 

 1.  Ozone  2.  Acrolein  

  3.  Peroxyacetyl nitrate  4.  Chlorofluorocarbons 

 

100. Which one of  the following structures represents nylon 6, 6 polymer ?       (CBSC 2016 P-II) 
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101. Tincture of iodine is                    (A11MS 2009) 

 1. aqueous solution of I2 2. Solution of I2 in aqueous KI 

 3. alcoholic solution of I2 4. Aqueous solution of KI 

 

102.  Assertion: Ebonite is highly vulcanised rubbed. 

     Reason    : Perlon is used in the manufacture of fibres.                  (A11MS 2009) 

1. If both assertion and reason are true and reason is the correct explanation of assertion 

2. If both assertion and reason are true but reason is not the correct explanation of assertion 

3. If assertion is true but reason is false 

4. If both assertion and reason are false    

 

103. Which one of the following statements is not true?   (AIPMT 2008) 

 1. Buna S is a coploymer of butadiene and styrene 

 2. Natural rubber is a 1, 4-polymer of isoprene 

3. In vulcanization, the formation of sulphur bridges between different chains make rubber 

harder and stronger. 

 4. natural rubber has the trans-configuration at every double bond. 

 

104. The chemical name for melamine is       (AIIMS 2010) 

 1.  1,3,5-Triamino-2,4,6-triazine 2.  2,4,6-Triamino-1,3,5-triazine 

 3.  2-Amino-1,3,5-triazine  4.  2,4-Diamino-1,3,5-triazine 


